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PROPOSED AMERICAN NATIONAL STANDARD/AMERICAN DENTAL ASSOCIATION 
SPECIFICATION NO. 19 FOR DENTAL ELASTOMERIC IMPRESSION MATERIALS 
 
FOREWORD 
(This Foreword does not form a part of the Revised ANSI/ADA Specification No. 19 for Dental 
Elastomeric Impression Materials). 
 
This revision is an identical adoption of ISO 4823:2000, Dentistry – Elastomeric Impression 
Materials. The ADA SCDP Working Group examined the standard and found it acceptable for 
adoption as a revision of ANSI/ADA Specification No. 19. 
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Addendum to the Foreword for this Reaffirmation: 
 
In 2012, the ADA Standards Committee on Dental Products approved a change in the terminology used 
for standards.  ADA standards will no longer utilize the term Specification; standards will now be named 
as ADA Standards.   
 
With this notice, this ADA Specification is now termed an ADA Standard.  Where the term "specification" 
is used, it should be considered as "standard."  It will be re-named as an ADA Standard in its next 
revision.   
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